METALAC 2060

DPYAAO TEXNIKQON XAPAKTHPIZTIKQN

Mepiypa@n npoiovTog
To METALAC cival TeAIKO XpwHa GAKUSIK@WV pNTIVOV Yid TNV Ba@n HETAAAIKQV ENIQAVEIQLV,
yuaAioTepnc (gloss) gugaviong.

ZUVIOTWHEVEG XPHOEIG
SuvioTaTal wg ouoTnua Bagng he aotdapl To PRIMOCOT, yia eAa@peg ) BapléG METAAAIKEG EMIPAVEIEG,
nou ekTiBevTal 0€ EEWTEPIKEG TUVONKEG KAl UNAPXEl N avaykn KAAng avTiokwpiakng npooraaiag,.

TeXVIKA XapaKTNPIOTIKA

MukvoTnTa: 1,11+0,05 g/ml (EAOT EN ISO 2811.01-11, 20°C)
IEwdeg napaywyng: 105+25 sec (DIN 53211-70, 4mm, 20°C)
2TeEpea K.B.: 57,0+2,0 % (EAOT EN ISO 3251-08)

2TeEPEa K.o0.: 40,0+£3,0 % (ISO 3233-98)

Znueio ava@AegEng: 35+3°C (EAOT EN ISO 1523-02)
Anoxpwon

Aeukod. TuahioTepo.

20vn0sg oUoTNHa BAaPrg KAl CUVICTOHEVA naxn ENPou QIAY

STpwon 1: PRIMOCOT 43 40-50 um - yia avTIoKwpPIakKn npooTtaaia

STpwon 2: METALAC 2060 35-45 um - e€ao@alilel TNV avaykaia onTIKA KAAuyn HPE €napkn
avTIOKWPIAKn npoaoTtaacia

Anodoon
MpoTeIvOpEVO NaxXoG EnpoU PIAM: 40+5 um
Anodoon: 9,6+0,6 m2/Lt yia TO AVWTEPW NAXOC ENIOTPWONG

0dnyieg epappoyng

Ynootpwpa: XahuBag,DKP

MpoeToipacia unooTp®HATOG: MNponyeital n spappoyn Tou actapiol PRIMOCOT, Yetd anod enipeAn
kaBapiopo TnG empaveiag (BA.®TX Tou npoidvTog autou)

M£00d0G Ba@ng: MoToAl agpog, eupantion (N kar nivéAo-poAd). Mpiv kal kata Tnv JdIGpKelda
£QApUOYNG YiveTal avadeuon Tou XpwHaAToc,.

AlaAuTIkO apaimwong: MNa epappoyn pe MIOTOAl kal eupanTion, diaAuTiko X-1100.

MooooTo apaimong: 10°C 20°C 30°C
EniBupnTtd 1IEwdeg epappoyng yia mioToAl: 25 sec (DIN 53211-70 No 4) 21% 16% 10%
PuBuioeig yia MioToAl Aépog

MéyeBog akpopuaolou (pnek): 1,5-1,8 mm

Mieon a€pog oTo akpoualo: 2-3 bar

KaBapiopog: Ta epyaleia Bapng kabapifovTal pe SiaAuTiko X-1100.

XpOVOoI OTEYVOHATOG
O1 PETPAOEIG XPOVWV OTEYVWHATOG eyivav g€ dokipia DKP, petd and apaiwon pe To diaAuTtiko X-1100
(n pe HARDADO 25% k.0.) o€ naxog &npou @IAp 40+5 pm, otoug 23°C kal oxeTikh uypacia 50%.

Me SiaAuTiko X-1100 Me HARDADO
ZTEYVO oTNV APn: 30£10 min 20+5 min (ASTM D-1640-03)
STeYVO €16 BAOOG: 7+1h 30,5 h (ASTM D-1640-03)

Xpovog enavaBapng: 16+2 h (H enavaBaen pnopei va yivel kal oTig 4 wWpeg, HE HIKPR enideivwan
TNG NPOCPUONG KAl TWV XPOVWV OTEYVOHATOG TNG OEUTEPNG GTPWONCG).

ITpwtofoovAiia Owovopotexvikov O@eloog @
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METALAC 2060

O1 xpdvol OTeyvwHATOG enignkUvovTal KAT®w and ouvlnkeg XaunAng Bepuokpaciag n au&nuevng
OXETIKNG uypaaiag.

MoloTIka XapakTNPIoTIKA
Ol JETPNOEIC NOIOTIKWV XAPAKTNPIOTIKWV £yIvav 7 NUEPEC WeTa Tn Bagn o dokiyia DKP yia oTéyvwua
oTouG 23+2°C kal 50+5 % RH (naxog Enpou @IAp 40+5 um 3 80+£10 pm).

AcikTng AeukoTnrag WI: = 68 (ASTM E 313-05)
AcikTng KiITpivioparog YI: < 8,0 (ASTM E 313-05)
Mpoopuon o€ pétaAAo (Cross Cut): (EANOT EN ISO 2409-13)

SUVOAIKOU nayoug EnpoU @IAY 40+5 pm: 0-2

SUVOAIKOU naxoug EnpoU @IAY 80+£10 um: 0-2

Aokipn nintovrog Bapoug (Impact Test): (ASTM D 2794-04)
ZUvoAIkoU naxoug Enpou gIAY 40+5 pm: 14+8/0-4 inch/pounds

ZuUvoAikoU naxoug Enpou @IAM 80+10 pm: 18+10/0-4 inch/pounds

AvToxn o€ xapa&n: (EAOT EN ISO 1518-00)
ZUvoAIkoU naxoug Enpol QIAY 405 um: 7+2 N

SUVOAIKOU naxoug Enpol @IAY 80+10 pm: 9+2 N

Eukapwia og kUAIVEpIkO aSova (Mandrel): 5£2 mm OK (EAOT EN ISO 1519-02)
ZTiAnvoTnTa (20°/60°): 80+7 / 90+5 % (EAOT EN ISO 2813-99)
EniTaxuvopevn yRpavon pe aktivoBoAia UV-B: 500 wpeg OK (EAOT EN ISO 16474-3-13)
AvToxn o€ d1aAUTEG (VEPO-AadI-neTpEéAaio): OK (EAOT EN ISO 2812.01-95)
ZkAnpotnTa (Konig): 60+10 sec, ueTd ano 7 nUEPEC (EAOT EN ISO 1522-00)
ZkAnpoTnTa pe 25% HARDADO (Konig): 120+20 sec, oTic 7 nuépeg  (EAOT EN ISO 1522-00)
AvTOXNn O0TNV aAATOVEQPWON: (EANOT EN ISO 9227-06)

SUVOAIKOU naxoug EnpoU @IAp 40+£5 pm: 150 h OK
SUVOAIKOU naxoug EnpoU @IAy 80+10 pm: 300 h OK
Mia diaoTpwon PRIMOCOT 40+5 pm kal pia diaotpwon METALAC 40+5 pm: 600 h OK

Zuokeudaoia
> e doxeia neplekTiIKOTNTAG 19 Lt

Ano6nkeuon
12 UnVEG O£ KAVOVIKEG GUVONKEC anoBnkeuonc.

Yyi€ivi kail ac@daAsia
MapakaAoUue €EsTAOTE TIG 0ONYiEC NPOPUAAENC oTnV €TIKETA Tou doxeiou. MNa AenToUEPEIG 0dNYIES Yia
TOUG KIVOUVOUG Kal TNV aoPaAgia Kata tn xpnon, avapepBeite oto AsATio Asdopévwyv Aopalsiac.

MapaTnpnosig

e ANOQEeUYETE TNV EPAPHOYN TOU O£ BepUOKPATieg HIKPOTEPEG TwV 10°C kal peyaAlTepeg Twv 37°C Kal
uypaaoia peyaAuTtepn ano 80%.

e H Beppokpaaia Tng npog Bagn enipdaveiag, yia ouvnBeig ocuvenkes uypaciag 40-50% dev Ba npenel
va eival PIkpoTepn kKata 8-10°C ekeivng Tou nepIBAANOVTOG. S& ouvBnkeg uypaciag 60% n diapopd
auTr dev Ba npénel va unepPaivel Toug 5°C

e INa epappoyn Ke MIOTOAI, avTi yia dIaAuTIKO pnopei va yivel npoadrikn HARDADO o€ NocoaTo £wG
25% K.0. Kal eNITUyXaveral QIAY PeyaAlTepng oTIANVOTNTAG, OKANPOTNTAG Kal avBekTIKOTNTAG (OTn
Xapa&n, Toug S1aAUTEG, TO NAUCIUO K.4.), EV® TO WiyHa npEnel va xpnaolgonoindei evrog 8 wpwv yiarti
nndel kal axpnoTeueTal.

e IMa ypnyopoTEPO OTEYVWHA TO XEIMWvVA, yia Bapr PE NMIGTOAI pnopei va xpnoigonoinBei To d1aAUTIKO
C-1400 oeg nooooTd €w¢G 14% k.0., AAAG oxnuaTiCeTal upévag xapnAdTepng oTIANVOTNTAG Kal
au&nuEvou KITPIVIoHATOG

Ekdo6nke: IouAiog 2021
To napov avTikaBioTd kKabe nponyoulevo
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http://www.chrotex.gr/

